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TR SR Y R TR &2 F23k (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
EH AP (Sample Submitted By) : AP &£ EF L7 (CORATEX ENTERPRISE CO., LTD.)

& & #(Sample Description) :  DISSIPATIVE PP STRAP(# & i} 4t ¢ F)
44 5 2 & (Sample Description : ESDE R T BH&LAF

# &2 5. (Style/Item No.) : TPC-002B(AST860L-1)

Yz i p # (Sample Receiving Date) . 2016/08/19

R:EE F (Testing Period) ;. 2016708/19 TO 2016/08/25
PR % % (Test Results) #27T - F (Please refer to next pages).
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P2 % (Test Results)

BI3RIR = (PART NAME)No. 1 24 %% (BLACK PLASTIC TAPE)
. ek s s 4 % i %
BliRE P ¥ BIIR E v g
(Test Items) (Unit) (Method) ?};ﬂ? (R;z?it)
4 / Cadmium (Cd) mg/kg | %% IEC 62321-5 (2013) » 11 s & T H R 2 n. d.
¢ k2% k&R, / With reference to
[EC 62321-5 (2013) and performed by ICP-
AES.
4&- / Lead (Pb) mg/kg | %% IEC 62321-5 (2013) » 1 s & T H R 2 n.d.
S gF k3% k&R, / With reference to
[EC 62321-5 (2013) and performed by ICP-
AES.
& / Mercury (Hg) mg/kg é % IEC 62321-4 (2013) » Mg 18 & T Jﬁb’? 2 n. d.
‘?B¢’Ep%li+ézﬂ. / With reference to
[EC 62321-4 (2013) and performed by ICP-
AES.
+ % 4% / Hexavalent Chromium Cr(VI) | mg/kg |44 IEC 62321 (2008) » mUV-VIStk Rl / 2 n. d.
With reference to IEC 62321 (2008) and
performed by UV-VIS.
$ %% %1 / Sum of PBBs mg/kg - n. d.
- i?e‘ﬁ%’{ / Monobromobiphenyl mg/kg 5) n. d.
= 5%7% / Dibromobiphenyl mg/kg 5 n. d.
= 55 % / Tribromobiphenyl mg/kg 5 n. d.
» 4.5 % / Tetrabromobiphenyl mg/kg %+ 1EC 62321-6 (2015) » 12 4 A A& 47/ §7 3% 5 n. d.
I 5% % / Pentabromobiphenyl mg/kg |&#Bl. / With reference to IEC 62321-6 5 n. d.
= 4.8 % / Hexabromobiphenyl mg/kg |(2015) and performed by GC/MS. 5 n.d.
= 4.5 ¥ / Heptabromobiphenyl mg/kg 5 n. d.
N8 % / Octabromobiphenyl mg/kg 5) n. d.
1 /%5 % / Nonabromobiphenyl mg/kg ) n. d.
-+ ;8.9%%¥ / Decabromobiphenyl mg/kg 5) n. d.
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I3 P ¥ g BRI
R = F LR (Result)

(Test Items) (Unit) (Method) (MDL) No.1
% 4.9 ¥4~ / Sum of PBDEs mg/kg - n.d.
- /%8 ¥ p / Monobromodiphenyl ether mg/kg 5 n. d.
= 5# %@/ Dibromodiphenyl ether mg/kg 5 n. d.
Z % ¥ @ / Tribromodiphenyl ether mg/kg 5 n. d.
» 4.7 ¥ it / Tetrabromodiphenyl ether mg/kg %+ 1EC 62321-6 (2015) » 12§ A A& 47/ §7 3% 5 n. d.
7 i35 ¥ @ / Pentabromodiphenyl ether mg/kg |&#&i#l. / With reference to IEC 62321-6 5 n. d.
- ;8.7 ¥ @ / Hexabromodiphenyl ether mg/kg |(2015) and performed by GC/MS. 5 n. d.
= 57 ¥ @ / Heptabromodipheny!l ether mg/kg 0 n. d.
~ %34 ¥ pt / Octabromodiphenyl ether mg/kg 5 n. d.
1 /%% ¥ i / Nonabromodipheny!l ether mg/kg 5 n.d.
~ /%8 ¥ p / Decabromodiphenyl ether mg/kg 5 n. d.
AFZPEET F Y Ay / BBP (Butyl mg/kg 50 n. d.
Benzyl phthalate) (CAS No.: 85-68-T7)
AR¥ - ? R 7 Ay / DBP (Dibutyl mg/kg 50 n. d.
phthalate) (CAS No.: 84-74-2) %% IEC 62321-8/CD (2013) » ™ § 4n A& 5 th/
ME- PR (2-c e A)As / DEHP mg/kg |F# &kl / With reference to IEC 50 n.d.
(Di- (2-ethylhexyl) phthalate) (CAS 62321-8/CD (2013). Analysis was
No.: 117-81-7) performed by GC/MS.
MF- - 27 g / DIBP (Di- mg/kg 50 n. d.
isobutyl phthalate) (CAS No.: 84-69-
5)
#% (&) / Halogen-Chlorine (Cl) mg/kg | %+ BS EN 14582 (2007) » 12+ & 47 &k~ 50 n. d.
(CAS No. : 22537-15-1) 1. / With reference to BS EN 14582

(2007). Analysis was performed by IC.
#% (/%) / Halogen-Bromine (Br) mg/kg | %+ BS EN 14582 (2007) » 12 g5 & 47 &k~ 50 n. d.
(CAS No. : 10097-32-2) 1. / With reference to BS EN 14582
(2007). Analysis was performed by IC.
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R385 P L i Rl & %*{ff] (Rilit)
(Test Items) (Unit) (Method) (UDL) o1
2T R g 2 RAFEN I h R 4Ede | mg/kg | %% IEC 62321 (2008) » vz f Ap K 45/ F ¥ ik 5 n. d.
/ Hexabromocyclododecane (HBCDD) and ##. / With reference to IEC 62321
all major diastereoisomers identified (2008). Analysis was performed by GC/MS.
(a- HBCDD, B- HBCDD, v - HBCDD) (CAS
No. : 25637-99-4 and 3194-55-6 (134237-
51-1T, 134237-50-6, 134237-52-8))
# i (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
2. n.d. = Not Detected (A # )
3. MDL = Method Detection Limit (= i f ip|4&*2 &)
4, "-" = Not Regulated (& #.f& )
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€ £ B4 8 / Analytical flow chart of Heavy Metal

1o T AR 2 GE o PR % 2B R e (2 RIS E )

These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr* test method excluded)
B 3+ R 02 2 /Technician : JR Wang

B pIFEQ F 4 C sEEc® [ Supervisor: Troy Chang

| P4 - ® % 5 /Cutting ~ Preparation |

v

| Bl &L £ / Sample Measurement |

Y 6+
4 Pb ~ 4 Cd A Hg ~ g Cr
v v v (Note*)

i / Filtration

different sample material (as below table) i digestion reagent
l P~ [ Heat to appropriate
l) ié}‘; ﬁﬁ/z“ / Alkali Fusion °~ i is 3@/}%&*& i / COOI,

P RS OH A R R (T A AR B & & el i/ Foc £ i /Add
#751 ) [ Acid digestion by suitable acid depended on Microwave digestion with HNO3/HCI/HF appropriate amount of
v L2
r‘ cHIGFRAREFFY
| i 3% | Solution | | 7 74 | Residue | temperature to extract
v 2) Rpaf# /HClto dissolve filter digestate through filter
| B8 E TR S X & /ICP-AES | 7

# 5+ i | Sample Material

J i phie #85g [ Digestion Acid

B, &, &8, B4/
Steel, copper, aluminum, solder

2ok, AR, BEE, LA, FFOK/
Agua regia, HNOs, HCI, HF, H,O,

#3133 / Glass

Ak, & 4 pe | HNOgHF

4von g d WA [Add
diphenyl-carbazide for
color development

v

&, 40, &, BE / 2 -k /Aqua regia
Gold, platinum, palladium, ceramic
4 [ Silver

# % | Plastic

# @ [ Others

kT Lk Rk B
Bl &5 0% e 540 nm ek
Jc & [ measure the
absorbance at 540 nm by
UV-VIS

AL [ HNO;

FrpL, BEF Ok, AEE, BpL | HySO4, HOz, HNO;, HCI
dvor i ¥ anEA L % 203 2 [ Added appropriate
reagent to total digestion

Note** (For IEC 62321)
(1) #-%24 & B se » d 1) v - s # 2 90~95°C % B~. / For non-metallic material, add alkaline digestion reagent and heat to

90~95C.
(2) #-4F & B4 » ok 44 3% B~ | For metallic material, add pure water and heat to boiling.
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3R ¥ ) .08 ¥ A i 42 B / Analytical flow chart - PBB/PBDE

B 4 R o2t [ Technician: Yaling Tu
B pEEf § A sEfc#® [ Supervisor: Troy Chang
A =% ipI3E42 A | First testing process ————»

EH M &R AA [ Optional screen process sammmmm:
FEAZA [ Confirmation process — - = .p

| Sample/ # & |
v

| Sample pretreatment / # &% AJ2 |

n
: Screen analysis / 4~ & 4~ {7 -
:IIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIIII:

v
Sample extraction # 5 % B~/
Soxhlet method % ;¢ 5 2~
v

Concentrate/Dilute Extracted solution
F PRk IR
v
| Filter / % 5~ A |

|
v

| Analysis by GC/MS | # 4p & 15 5 2 % 2 45 |

)
v

| Issue Report £ 3745 2 |
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p ¥ (Date) : 2016/08/25

B pEX R thEp [ Technician: Andy Shu

B ORREET

[irl3# 3 ;2 /Test method: IEC 62321-8]
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! 3k Ex# [ Supervisor : Troy Chang

T IR et
Sample pretreatment/separation

'

B THE v & e2e 3 255 [
Sample dissolved/extracted by THF

'

i |

Dilute Extracted solution

}

FAPR AT R AT/
Analysis was performed by GC/MS

!

45 / Data
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#1% 4 72428 / Analytical flow chart - Halogen

p 2 (Date) : 2016/08/25

pl:x 4 B @ M2 / Technician: Rita Chen
Rl3&f F 4 % fc® [ Supervisor: Troy Chang

LT
Sample pretreatment/separation

v

,p»_;!ﬁ B MR o R ¢/
Weighting and putting sample in cell

v

R [v3 T
Oxygen Bomb Combustion / Absorption

v

D A A

Dilution to fixed volume

v

BT RAS AT/
Analysis was performed by IC
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>8Ik - %A 75428 / Analytical flow chart - HBCDD

p ¥ (Date) : 2016/08/25

: %% [ Technician: Yaling Tu

AR
2 F 4 1 3Rkc® [ Supervisor: Troy Chang

# & &2 | Sample pretreatment

!

# 5 3 B~ Sample extraction /
4z 4 & ¥ P~ Ultrasonic method

|

Bk ‘Fﬁ/ﬁrf& /
Concentrate/Dilute Extracted solution

!

¥k iEm | Filter

!

LF AP R TR R AT
Analysis was performed by GC/MS

!

¥y / Data
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X REYP Ay REHRT O REAFERERPIZ &/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k 42 2 & (End of Report) *x
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